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MOLYBDENUM IN MARCH 2016

Domestic production of molybdenum in concentrate in March
2016 was 11% more than the output of the previous month and
50% less than that of March 2015 (fig. 1). The large decrease
was attributable to the closure of byproduct molybdenum
circuits at copper mines. In March 2015, molybdenum was
produced as a byproduct at eight copper mines whereas in
February 2016, molybdenum was produced as a byproduct at
only six copper mines. Producer stocks of molybdenum in
concentrate, oxide, and other product forms were about 7,000
metric tons (t) at the end of March an increase from about 6,730
t at yearend 2015.

7,000

5:000 -HHHH

4,000
3,000
2,000
1,000

O Mo in concentrate production

|

AR S S S
§®~ &‘b‘ SQ\ %Q)Q‘ é&. §(§~ @{b&. &‘b SQ\' %Q,Q. @. Ser. Q{b\.

H H EXPLANATION

Mo in concentrate, in metric tons

Zkf—:-

Month

Figure 1. Monthly domestic production of molybdenum (Mo) in concentrate
from March 2014 through March 2016 (may include revisions to previously

published data). Source: U.S. Geological Survey.

According to CRU Group, the March 2016 monthly average
price range for U.S. ferromolybdenum (FeMo) was $6.320 to
$6.875 per pound of molybdenum content, compared with
$6.238 to $6.881 per pound in February 2016. European FeMo

monthly averages ranged from $13.630 to $13.900 per kilogram
of molybdenum content in March compared with $13.450 to
$13.688 per kilogram in February. In March, U.S molybdenum
oxide (MoOQ3) prices ranged from $5.320 to $5.410 per pound
compared with $5.250 to $5.350 per pound in February (fig. 2).
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Figure 2. Average monthly prices for U.S. ferromolybdenum and molybdic
oxide from March 2014 through March 2016. Source: CRU Group.
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List services and Web feed subscribers are the first to
receive notification of USGS minerals information
publications and data releases. For information on how to
subscribe, go to http://minerals.usgs.gov/minerals/.
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TABLE 1
U.S. SALIENT MOLYBDENUM CONCENTRATE
STATISTICS"*

(Metric tons, contained molybdenum)

Period Production Shipments® *
2015:
January—March 13,800 13,800 '
March 4,500 4,490
April 4,480 4,490
May 4,710 4,720
June 4,280 4,290
July 4,370 4,370
August 4,310 4,270
September 3,960 4,000
October 3,470 3,450
November 3,440 3,400
December 3,570 3,640
January-December 50,400 50,400
2016:
January" 2,180 2,140
February" 2,020 2,030
March 2,250 2,240
January—-March 6,440 6,410
"Revised.

!Data are rounded to no more than three significant digits.
2Includes data from Freeport-McMoRan Copper & Gold Inc.,
2015-2016. Adjusted by USGS to reflect estimated monthly data.
s reported by producers.

4Shipments include sales to domestic customers, sales for export,
and transfers to other company plants.



TABLE 2
U.S. REPORTED CONSUMPTION, BY END USES, AND CONSUMER STOCKS OF MOLYBDENUM MATERIALS*

(Kilograms, contained molybdenum)

Ferro Ammonium Molyb-
Molybdic molyb- and sodium denum
End use oxides denum® molybdate scrap Other Total
2016:
February:
Steel:
Carbon w w - - - w
High-strength low-alloy w 7,120 -- -- -- 7,120
Stainless and heat-resisting 185,000 52,500 - ©) W 237,000
Full alloy 246,000 148,000 - - w 394,000
Tool w w - - - w
Total 431,000 208,000 - ©) W 639,000
Cast irons (gray, malleable, and ductile iron) w w -- -- -- W
Superalloys W W - ©) 71,500 71,500
Alloys: (other than steels, cast irons, and superalloys)
Welding materials (structural and hard-facing) - w -- -- -- W
Other alloys 244 w -- -- -- 244
Mill products made from metal powder* - - -- -- W W
Cemented carbides and related products® - - -- -- W W
Chemical and ceramic uses:
Pigments -- -- ©) - - -
Catalysts W -- ©) - W W
Other chemicals - - - - - -
Miscellaneous and unspecified uses:
Lubricants - - - - 9,440 9,440
Other 196,000 41,700 ' 425 ®) 326,000 ' 564,000
Grand total 627,000 250,000 425 €) 407,000 ' 1,280,000
Stocks, February 29, 2016 531,000 281,000 3,420 (6) (6) 1,700,000
March:
Steel:
Carbon w w - - - w
High-strength low-alloy W 7,120 -- -- -- 7,120
Stainless and heat-resisting 176,000 49,500 - ©) ' 226,000
Full alloy 246,000 148,000 - - w 394,000
Tool w w - - - w
Total 422,000 205,000 - ©) ' 627,000
Cast irons (gray, malleable, and ductile iron) w w -- -- -- W
Superalloys W W - ©) 70,300 70,300
Alloys: (other than steels, cast irons, and superalloys)
Welding materials (structural and hard-facing) - w -- -- -- W
Other alloys w w -- -- -- W
Mill products made from metal powder* - - -- -- W W
Cemented carbides and related products® - - -- -- W W
Chemical and ceramic uses:
Pigments -- -- ©) - - -
Catalysts W -- ©) - W W
Other chemicals - - - - - -
Miscellaneous and unspecified uses:
Lubricants - - - - 9,440 9,440
Other 194,000 36,700 425 3) 321,000 552,000
Grand total 616,000 242,000 425 €) 401,000 1,260,000
Stocks, March 31, 2016 531,000 299,000 3,420 (6) (6) 1,700,000

"Revised. W Withheld to avoid disclosing company proprietary data; included in "Miscellaneous and unspecified uses: Other" category. -- Zero.
'Data are rounded to no more than three significant digits; may not add to totals shown.

2Includes calcium molybdate.

3withheld to avoid disclosing company proprietary data; included in "Other, Miscellaneous and unspecified uses: Other" category.

“Includes ingot, wire, rod, and sheet.

®Includes construction, mining, oil and gas, metalworking machinery.

Swithheld to avoid disclosing company proprietary data; included in "Total."



TABLE 3
U.S. EXPORTS OF MOLYBDENUM ORES AND CONCENTRATES
(including roasted concentrate), BY COUNTRY*

(Kilograms, contained molybdenum)

2015 2016
January— January- January-
Country December March March February March March

Belgium 3,900,000 403,000 1,300,000 - 181,000 195,000
Brazil 83,400 11,700 11,700 - - 12,200
Canada 1,700,000 153,000 529,000 111,000 115,000 379,000
China 477,000 29,100 183,000 118,000 180,000 320,000
Estonia 118,000 118,000 118,000 - - -
India 252,000 10,400 12,900 - - -
Japan 2,900,000 217,000 804,000 148,000 147,000 445,000
Korea, Republic of 1,350,000 102,000 253,000 - 43,100 87,000
Mexico 2,520,000 201,000 765,000 - - -
Netherlands 18,100,000 1,550,000 4,230,000 1,230,000 1,260,000 3,140,000
Russia 7,260 7,260 7,260 - - -
Sweden 16,900 16,900 16,900 - - -
Taiwan 21,000 - - 15,000 - 15,000
Thailand 2,110 - 1,060 - 26,900 26,900
United Kingdom 5,110,000 575,000 1,850,000 209,000 173,000 870,000
Vietnam 274,000 7,180 13,600 26,100 89,700 116,000

Total 36,800,000 3,400,000 10,100,000 1,860,000 2,210,000 5,610,000

-- Zero.
'Data are rounded to no more than three significant digits; may not add to totals shown.

Source: U.S. Census Bureau.



TABLE 4
U.S. EXPORTS OF FERROMOLYBDENUM, BY COUNTRY*

(Kilograms, contained molybdenum)

2015 2016
January— January- January-
Country December March March February March March
Canada 501,000 50,500 118,000 ' 28,800 13,600 66,900
Colombia 706 - - - 873 968
Denmark 515 171 171 - - -
Mexico 82,300 14,400 22,400 285 - 603
Vietnam 165 165 165 - - -
Total 585,000 65,300 141,000 ' 29,100 14,400 68,400

"Revised. -- Zero.

!Data are rounded to no more than three significant digits; may not add to totals shown.

Source: U.S. Census Bureau.



Material

Ore and concentrates roasted

Ore and concentrates other

Molybdenum chemicals:
Oxides and hydroxides
Molybdates of ammonium
Molybdates (all others)
Molybdenum orange
Ferromolybdenum
Molybdenum powders
Molybdenum unwrought
Molybdenum waste and scrap
Molybdenum wire
Molybdenum other
Total

TABLE 5

U.S. IMPORTS FOR CONSUMPTION OF MOLYBDENUM PRODUCTS*

(Kilograms, unless otherwise specified)

2015
January-December 2015
Gross Contained Value®

weight molybdenum (thousands)
6,860,000 4,100,000 $77,400
18,000,000 8,820,000 129,000
756,000 NA 10,100
1,000,000 565,000 11,600
32,700 12,900 455
609,000 NA 2,580
2,380,000 1,610,000 36,300
232,000 206,000 7,560
674,000 671,000 16,300
554,000 534,000 12,000
14,400 NA 1,860
231,000 NA 18,100
31,300,000 XX 324,000

NA Not available. XX Not applicable. -- Zero.
'Data are rounded to no more than three significant digits; may not add to totals shown.

2Customs value.

Source: U.S. Census Bureau.

Gross

weight
58,100
1,100,000

250,000
263,000
37,900
46,000
289,000
11,200
98,700
43,900
680
29,000
2,230,000

March
Contained
molybdenum
36,100
525,000

NA
148,000
14,900
NA
199,000
11,100
98,300
43,600

XX

2016

Value®
(thousands)
$460
7,740

2,800
2,830
256
160
3,680
307
1,630
697
91
2,360
23,000

Gross
weight
1,970,000
3,920,000

808,000
678,000
86,800
151,000
473,000
68,100
243,000
187,000
3,030
58,300
8,650,000

January-March
Contained
molybdenum
1,180,000
1,990,000

NA
382,000
35,100
NA
327,000
66,100
242,000
183,000

XX

Value®
(thousands)
$16,700
20,300

8,760
7,620
643
533
6,330
1,710
4,290
3,170
356
4,420
74,900
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